
RAW Materials
(Scrap & Sponge iron)

Inspection of scrap

Melting in Furnace

Slag Removal

Moltan Metals
to Moudls

Castings

Removal of Ignots

Final Inspection

Despatch

To Land FIll

Gases

I.D. FAN

Wet Scrubber

Clean Air

To consumables required for the process are BP sets, ingot moulds, ramming mass, boric acid, tiles, etc. All these 
consumables are locally available without any Government restrictions.

VELA Steels


